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Two critical points have been revealed in the normal-state phase diagram of the electron-doped
cuprate superconductor Nd2−xCexCuO4 by exploring the Fermi surface properties of high quality
single crystals by high-field magnetotransport. First, the quantitative analysis of the Shubnikov-de
Haas effect shows that the weak superlattice potential responsible for the Fermi surface reconstruc-
tion in the overdoped regime extrapolates to zero at the doping level xc = 0.175 corresponding to
the onset of superconductivity. Second, the high-field Hall coefficient exhibits a sharp drop right
below optimal doping xopt = 0.145 where the superconducting transition temperature is maximum.
This drop is most likely associated with the onset of long-range antiferromagnetic ordering. Thus,
for Nd2−xCexCuO4 the superconducting dome appears to be pinned by two critical points to the
normal state phase diagram.

PACS numbers: 74.72.Ek, 71.18.+y, 72.15.Gd

In order to clarify the mechanism responsible for high-
temperature superconductivity in the superconducting
(SC) cuprates profound knowledge on the exact nature of
the underlying “normal”, i.e., non-superconducting state
is mandatory. This long-standing issue, however, remains
controversial. Even for the relatively simple case of the
electron-doped cuprates Ln2−xCexCuO4 (Ln =Nd, Pr,
Sm, La), where the SC state emerges in direct neighbour-
hood of a state with commensurate antiferromagnetic
(AF) order, it is not clear whether the two states coexist
and, if yes, to which extent [1]. A number of neutron scat-
tering studies have been reported, providing arguments
both for [2–5] and against [6] the coexistence. Angle-
resolved photoemission spectroscopy (ARPES) data [7–
9] show a reconstruction of the quasi-two-dimensional
Fermi surface consistent with a commensurate AF or-
dering up to the optimal doping level xopt corresponding
to the maximum SC transition temperature. Magneto-
transport studies go even further, indicating the presence
of two types of charge carriers [10–16] and, hence, a re-
constructed Fermi surface even in the overdoped region
of the phase diagram, where ARPES [8] finds the unre-
constructed hole Fermi surface, even though with a some-
what reduced spectral weight around the nodal points.

For cuprate superconductors sample quality or surface
effects are often invoked to explain apparently contra-
dictory results. However, recently clear evidence for a
reconstructed Fermi surface in the overdoped regime of
the prototypical electron-doped cuprate Nd2−xCexCuO4

(NCCO) was obtained from the observation of slow
Shubnikov-de Haas (SdH) oscillations in high-quality sin-
gle crystals [17]. The Fermi surface area derived from
the oscillation frequency is only about 1% of the first
Brillouin zone, which is inconsistent with the large un-
reconstructed Fermi surface seen in ARPES experiments
for the same doping level [8, 18]. These oscillations have
been ascribed to small hole pockets formed around the
points (±π/2a,±π/2a) of the Brillouin zone after the
reconstruction of the original Fermi surface by a com-
mensurate superlattice potential VQ with the wave vector
Q = (π/a, π/a) [17]. For strongly overdoped but still SC
samples, x = 0.17, high-frequency oscillations fully con-
sistent with the large-area unreconstructed Fermi surface
were observed in the initial SdH experiments [17]. This
change in the SdH oscillation spectrum in the doping in-
terval between 0.16 and 0.17 was apparently in agreement
with Hall effect [10] and thermopower [15] data, suggest-
ing a quantum critical point hidden under the SC dome
in the overdoped region of the phase diagram. However,
later on more elaborate SdH experiments [19, 20] have
further extended the range in which the Fermi surface
stays reconstructed up to at least x = 0.17, the highest
doping level attainable for bulk NCCO crystals.

Here, we report systematic high-field magnetotrans-
port studies on high-quality NCCO crystals, which allow
us to precisely locate two critical doping levels in the
normal-state phase diagram of this material and corre-
late them with the position of the SC dome. First, by

http://arxiv.org/abs/1403.7398v1


2

performing a quantitative analysis of SdH oscillations ob-
served in the magnetic-breakdown (MB) regime of over-
doped samples, we evaluate the small MB gap ∆MB ≃ VQ

between different parts of the reconstructed Fermi surface
as a function of x. The x-dependence of the gap is found
to mimic that of the SC critical temperature Tc(x), both
extrapolating to zero at the same characteristic doping
level xc ≈ 0.175. Second, we present high-field Hall resis-
tance measurements which, in combination with the SdH
data, reveal a large energy gap emerging in the system
right below the optimal doping level xopt = 0.145.

The NCCO crystals with Ce concentrations covering
the whole SC range of doping, 0.13 ≤ x ≤ 0.17, were
grown using the travelling solvent floating zone tech-
nique, annealed, and characterized as described in Ref.
21. For each x, several samples showing the best high-
to low-temperature resistance ratio and narrow SC tran-
sitions were selected. The sample geometry was chosen
according to the type of experiment, see Supplemental
Material [22] for details. All the experiments were done in
magnetic fields perpendicular to the CuO2 layers. Most
of the results presented here were obtained in pulsed mag-
netic fields. Additionally, measurements in steady fields
at precisely controlled temperatures were done for eval-
uating effective cyclotron masses.

Figure 1 shows examples of SdH oscillations in the
interlayer resistance of optimally doped and overdoped
NCCO at T ≃ 2.5K. For x ≥ 0.15, the oscillations con-
tain two characteristic frequencies: Fα ≃ 250 − 300T
and Fβ ≃ 11 kT. The slow α oscillations are associated
with small orbits on the reconstructed Fermi surface [17].
The fast β oscillations reveal a cyclotron orbit, which is
geometrically equivalent to that on the large unrecon-
structed Fermi surface and arises from the MB effect
[19, 20, 23]. The fast oscillations are dominant at high
fields for x = 0.17 and rapidly diminish at decreasing
doping. For x = 0.15, they are about 100-times weaker
than the slow oscillations at the same field strength. For
optimal doping, xopt = 0.145, they are no longer resolv-
able above the noise level, . 10−4 of the total resistance
signal.

On the qualitative level the observed behavior is easily
understood as a result of an enhancement of the superlat-
tice potential VQ, hence, of the MB gap with decreasing
x. Moreover, due to the very good signal-to-noise ratio
of our measurements, the data can be analyzed quantita-
tively, allowing us to estimate the MB gap as a function
of x. First, the analysis of the T -dependence of the oscil-
lation amplitudes in terms of the Lifshitz-Kosevich for-
mula [24] provides the relevant effective cyclotron masses
mα and mβ. Further, the frequencies and phase factors
are determined directly from the positions of the minima
and maxima of the oscillating resistance. Finally, the rel-
ative amplitudes of the α and β oscillations measured at
a constant temperature as a function of magnetic field
are fitted, taking into account the temperature and Din-
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FIG. 1. (Color online) Black lines: SdH oscillations of the
interlayer resistance of NCCO crystals with different doping
levels x at T ≈ 2.5K. The data are normalized to the non-
oscillating field-dependent background resistance Rbg. Red
lines: fits to the experimental data according to the Lifshitz-
Kosevich theory extended to the MB regime. The curves
are vertically shifted for clarity. Inset: enlarged view of the
fast MB oscillations for x = 0.15 after subtracting the slowly
oscillating component.

gle damping factors as well as the MB effect [24]. The
fitting procedure is described in detail in Supplemental
Material [22]. The results for x = 0.17, 0.16, and 0.15
are presented by the red curves in Fig. 1(a)-(c). Clearly,
the fits nicely reproduce the relative amplitudes as well
as the field dependence of both oscillating components.

The values of the MB field B0 obtained from the fit-
ting are shown in Fig. 2(a) by squares. From this data
the energy gap ∆MB between different parts of the re-
constructed Fermi surface can be estimated according to

Blount’s criterion ∆MB ≈ (~eB0εF/mβ)
1/2

[24]. Here,
e is the elementary charge and εF ≈ 0.5 eV the Fermi
energy. The ∆MB values (blue triangles) are plotted in
Fig. 2(a) as a function of x along with the SC critical tem-
perature Tc(x) (black circles, right-hand scale). We see
that the MB gap is small (meV range) and decreases ap-
proximately linearly with increasing x in the overdoped
regime. Most importantly, ∆MB(x) extrapolates to zero
at the same characteristic doping level xc = 0.175, at
which Tc is believed to vanish [21, 25].

Figure 2(b) shows the doping dependence of the am-
plitude Aα of the α oscillations normalized to the non-
oscillating resistance background together with the cor-
responding effective cyclotron mass mα. Obviously, mα

increases rapidly on moving from the strongly overdoped
regime towards optimal doping. This change cannot sim-
ply be explained by the experimentally observed weak x-
dependence of the area of the α orbit [20]. It is most likely
a mass renormalization effect due to enhanced electron
correlations in the vicinity of a metal-insulator transition.
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FIG. 2. (Color online) (a) MB field B0 (squares), the cor-
responding energy gap ∆MB (triangles), and the SC critical
temperature Tc plotted as a function of Ce concentration x.
The straight line is a linear fit to the ∆MB(x) dependence, ex-
trapolating to zero at xc ≈ 0.175. The other lines are guides
to the eye. (b) x-dependence of the amplitude Aα of the slow
oscillations measured at B = 55T, T = 2.5K (circles) and
the relevant cyclotron mass mα normalized to the free elec-
tron mass m0 (stars). The lines are guides to the eye.

In fact, it resembles the behavior observed recently on a
hole-doped cuprate [26] and an iron-pnictide [27] high-Tc

superconductors near a quantum critical point.

The x-dependence of Aα in the overdoped regime is
governed by that of the MB gap: it rapidly grows upon
going from x = 0.17 to 0.15. At optimal doping it is
slightly smaller than at x = 0.15, which is consistent
with the considerable, ∼ 20%, increase of the cyclotron
mass and consequent reduction of the temperature and
Dingle damping factors. A further decrease of x leads to
a dramatic suppression of Aα. When the doping level is
decreased by just ∆x ≈ 0.3% below xopt, the amplitude
drops by more than an order of magnitude, becoming too
small for a quantitative analysis. At present, it cannot
even be ruled out that the weak oscillations remaining
below xopt are caused by a minor optimally doped sam-
ple fraction due to an unavoidable small inhomogeneity
of the Ce distribution. Assuming for a moment that the
oscillations are, however, inherent to a perfectly homoge-
neous x = 0.142 sample, we estimate that the cyclotron
mass should increase by almost a factor of 2 as compared
to that at x = 0.145, in order to account for the observed
reduction of the amplitude. Such a steep rise would be

a strong argument in favor of the mass divergence near
the optimal doping level.

Of course, a diverging effective mass is only one of
possible explanations of the observed suppression of the
oscillations. An alternative mechanism may involve an
abrupt change in the electronic spectrum or in scatter-
ing processes. We note that a trivial scenario associated
with a poor crystal quality is highly unlikely in our case.
From the crystal growth point of view [16, 28], the sam-
ple quality should not vary considerably with x around
xopt. A reduction of crystal quality is expected only for
strongly overdoped samples approaching the solubility
limit x ≈ 0.18. Consistently, the Dingle temperatures,
sensitive to crystal imperfections [24], obtained from our
fits in Fig. 1 are close to each other, TD = 13 ± 1K,
for crystals with x = 0.145 to 0.16 and rise to 17-18K
for x = 0.165 and 0.17 [22]. This suggests that also for
slightly underdoped samples, 0.14 ≤ x < 0.145, quality
is unlikely a critical issue and the reason for the suppres-
sion of the quantum oscillations must lie in an intrinsic
significant change in the electronic system.

To gain further insight in this change, we have studied
the high-field Hall effect in NCCO crystals with differ-
ent Ce concentrations, focusing on the regime around
xopt. Figure 3 shows examples of the field-dependent
Hall resistivity ρxy(B) measured at T ≈ 2K. At this
low temperature various complications associated with
inelastic scattering and thermal fluctuations [29] can be
neglected. Outside the very narrow range around xopt,
our data is in good agreement with previous studies on
NCCO single crystals [31] and on thin films of the sis-
ter compound Pr2−xCexCuO4 [10, 14, 30]. Note that the
small positive Hall resistivity measured for the overdoped
(x = 0.165) sample indicating a single large holelike or-
bit, is fully consistent with a multiply-connected recon-
structed Fermi surface, taking into account the very low
MB field B0 ≈ 1.5T determined for this doping. Near
optimal doping (x = 0.15) the MB field exceeds 10T. At
B < B0 the normal-state Hall conductivity is determined
by competing contributions from electron- and hole-like
orbits on the reconstructed Fermi surface, resulting in a
small negative ρxy(B). This is in agreement with cal-
culations based on a two-band model [11]. At B > B0,
ρxy(B) turns up, crosses zero, and eventually assumes
a linear positive slope in the strong MB regime, where
again the large holelike orbit dominates. This field de-
pendence correlates with the nonmonotonic magnetore-
sistance observed at this doping [14, 17]. A very similar
behavior is found for x = xopt. A comparison of the two
curves shown in the inset of Fig. 3 suggests that at opti-
mal doping the MB field is ∼ 5T higher than at x = 0.15.

The most remarkable feature of the Hall effect data is
the fact that ρxy(B) changes dramatically on reducing
the doping level below xopt. Already for x = 0.142, the
weak positive signal observed for x ≥ xopt at high fields
is replaced by a large negative signal with no sign of satu-
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x = 0.145 and 0.15.
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ration at the highest fields [32]. This change is especially
manifest in the x-dependence of the high-field Hall coef-
ficient, RH = ρxy/B, plotted in Fig. 4. The sharp step
observed between x = 0.145 and 0.142 is a result of a
steplike increase of the MB field B0 beyond the accessi-
ble field range. Thus, our data indicate a sudden increase
of the gap between the electron and hole pockets of the
reconstructed Fermi surface.

It is natural to associate the opening of a large
gap right below xopt with a static AF order coexisting
with superconductivity as proposed by several authors
[2, 3, 33]. This conclusion is apparently in line with the
ARPES data [7–9], implying a Fermi surface reconstruc-
tion due to an AF superlattice potential persisting up to
xopt. It was argued that a spurious magnetic superstruc-
ture signal in SC NCCO might come from minor epitaxial
precipitations of paramagnetic (Nd,Ce)2O3 unavoidably

present in oxygen-reduced crystals [34] or from remnants
of an insufficiently reduced phase [6]. However, our trans-
port data, insensitive to insulating or poorly conducting
precipitations, unambiguously reveal the gap as an in-
herent feature of the major conducting phase, setting in
right below optimal doping.

Going back to the overdoped regime, the x-dependence
of the small MB gap [see Fig. 2(a)] is suggestive of a
translational-symmetry-breaking quantum phase transi-
tion at the doping level xc, corresponding to the on-
set of superconductivity in the overdoped regime. The
same position of the quantum critical point was recently
inferred from the T -linear resistivity of electron-doped
Ln2−xCexCuO4 (Ln =La, Pr) thin films [35]. It should
be noted, however, that the nature of the relevant or-
der parameter is unclear. While, as argued above, the
long-range antiferromagnetism is most likely established
right below optimal doping, no convincing evidence for
it has been found at xopt < x < xc [1]. Possible al-
ternatives can be a hidden d-density-wave order [36] or
charge modulation as found recently in hole-underdoped
cuprates [37, 38]. On the other hand, the observation of
the slow SdH oscillations (and thereby a finite MB gap)
may be consistent with a fluctuating AF order reported
by several groups [1, 3, 6], provided the corresponding
time scale and correlation length are sufficiently large.
An estimate for the lower limit of the time over which a
charge carrier “sees” the potential VQ with the wave vec-
tor Q is obtained from the Dingle temperature. Taking
the value TD = 18K determined for the strongly over-
doped, x = 0.17, sample, we obtain τD = ~/2πkBTD ≈

0.7× 10−13 s. The corresponding lower limit for the cor-
relation length, ξmin ∼ τDvF ≃ 15nm, is about 40 times
the unit cell period.

In conclusion, our comprehensive high-field magneto-
transport study reveals the existence of two critical points
in the normal-state phase diagram of NCCO. The dop-
ing values of these points remarkably correlate with those
characterizing the SC dome. On reducing x, supercon-
ductivity emerges at the same critical doping level, xc ≈

0.175, as the weak superlattice potential VQ ∼ ∆MB.
Below xc, the SC critical temperature Tc grows together
with this potential. While the exact origin of VQ is still to
be determined, it obviously must have a strong impact on
the SC pairing. The maximum in the Tc(x) dependence
at xopt = 0.145 coincides with the second critical point
where a large energy gap sets in. This can naturally be
explained by an intrinsic competition between supercon-
ductivity and long-range antiferromagnetism. As argued
above, the large energy gap is an inherent feature of the
major conducting phase. A highly interesting question
is related to the possible microscopic coexistence of an-
tiferromagnetism and superconductivity in high-quality
NCCO crystals. Further studies are required to settle
this issue.
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